




























Forensic Analytical 
L ABORA T OR IE S 

Final Report 

Bulk Asbestos Analysis 
(EPA Method 40CFR, Part 763, Appendix E to Subpart E and EPA 600/R-93-116, Visual Area Estimation) 

Ambient Environmental Inc Client ID: 5697 
John Payne Report Number: B268119 
1464 6th Street Date Received: 11/02/18 

Date Analyzed: 11/05/18 
Norco, CA 92860 Date Printed: 11/05/ 18 

First Reported: 11/05/18 

FALi Job ID: 5697 Job ID/Site: 18-1657; 16726 Slover Ave. , Fontana 

Date(s) Collected: 11/01/2018 
Total Samples Submitted: 21 
Total Samples Analyzed: 21 

Asbestos 
Sample ID Lab Number Type 

01 51183772 
Layer: Pink Drywall 
Layer: Off-White Skimcoat/Joint Compound 
Layer: Paint 

Chrysotile 

Total Composite Values of Fibrous Components: Asbestos (Trace) 

Cellulose (20 %) 

02 51183773 

Percent in 
Layer 

ND 
2% 
ND 

Layer: White Drywall ND 
Layer: Drywall Tape ND 
Layer: Off-White Skimcoat/Joint Compounds Chrysotile 2 % 
Layer: Paint ND 

Total Composite Values of Fibrous Components: Asbestos (Trace) 
Cellulose (20 %) 

03 51183774 
Layer: Pink Drywall ND 
Layer: Off-White Skimcoat/Joint Compound Chrysotile 2 % 
Layer: Paint ND 

Total Composite Values of Fibrous Components: Asbestos (Trace) 

Cellulose (20 %) 

04 51183775 
Layer: Brown Sheet Flooring ND 
Layer: Fibrous Backing ND 
Layer: Tan Mastic with Debris ND 

Total Composite Values of Fibrous Components: Asbestos (ND) 
Cellulose (35 %) 

05 51183776 
Layer: Brown Sheet Flooring ND 
Layer: Fibrous Backing ND 
Layer: Tan Mastic with Debris ND 
Layer: Light Green Tile Chrysotile 2 % 

Total Composite Values of Fibrous Components: Asbestos (Trace) 
Cellulose (35 %) 

Asbestos 
Type 

Percent in 
Layer 

Asbestos 
Type 
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Percent in 
Layer 
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Client Name: Ambient Environmental Inc 

Asbestos 
Sample ID Lab Number Type 

06 
Layer: Brown Sheet Flooring 
Layer: Fibrous Backing 
Layer: Tan Mastic with Debris 
Layer: Light Green Tile 

51183777 

Total Composite Values of Fibrous Components: 

Cellulose (35 %) 

07 51183778 
Layer: Brown Tile 
Layer: Yellow Mastic with Debris 

Chrysotile 

Asbestos (Trace) 

Chrysotile 

Total Composite Values of Fibrous Components: Asbestos (2%) 
Cellulose (Trace) 

08 51183779 
Layer: Brown Tile Chrysotile 
Layer: Yellow Mastic with Debris 

Total Composite Values of Fibrous Components: Asbestos (2%) 
Cellulose (Trace) 

09 51183780 
Layer: Brown Tile Chrysotile 
Layer: Yellow Mastic with Debris 

Total Composite Values of Fibrous Components: Asbestos (2%) 

Cellulose (Trace) 

10 51183781 
Layer: Off-White Semi-Fibrous Material Chrysotile 

Total Composite Values of Fibrous Components: Asbestos (7%) 
Cellulose (Trace) 

11 51183782 
Layer: Off-White Semi-Fibrous Material 

Total Composite Values of Fibrous Components: 

Cellulose (Trace) 

12 51183783 
Layer: Off-White Semi-Fibrous Material 

Total Composite Values of Fibrous Components: 

Cellulose (Trace) 

13 51183784 

Chrysotile 

Asbestos (7%) 

Chrysotile 

Asbestos (7%) 

Percent in 
Layer 

ND 
ND 
ND 
2% 

2% 
ND 

2% 
ND 

2% 
ND 

7% 

7% 

7% 

Layer: White Drywall ND 

Total Composite Values of Fibrous Components: Asbestos (ND) 
Cellulose (20 %) 

14 51183785 
Layer: White Drywall ND 

Total Composite Values of Fibrous Components: Asbestos (ND) 
Cellulose (20 %) 

Asbestos 
Type 

Report Number: B26811 9 

Date Printed: 11/05/18 

Percent in 
Layer 

Asbestos 
Type 

Percent in 
Layer 
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Client Name: Ambient Enviro1m1ental Inc 

Asbestos 
Sample ID Lab Number Type 

15 51183786 
Layer: White D1ywall 

Total Composite Values ofFibrous Components: Asbestos (ND) 

Cellulose (20 %) 

16 51183787 

Percent in 
Layer 

ND 

Layer: Grey Roof Shingle ND 

Total Composite Values of Fibrous Components: Asbestos (ND) 
Fibrous Glass (45 %) 

17 51183788 
Layer: Grey Roof Shingle ND 

Total Composite Values of Fibrous Components: Asbestos (ND) 
Fibrous Glass (45 %) 

18 51 183789 
Layer: Grey Roof Shingle ND 

Total Composite Values of Fibrous Components: Asbestos (ND) 
Fibrous Glass (45 %) 

19 51183790 
Layer: Grey Cementitious Material 
Layer: Green Coating Cluysotile 

Total Composite Values of Fibrous Components: Asbestos (Trace) 
Cellulose (Trace) 

20 51183791 
Layer: Grey Cementitious Material 
Layer: Green Coating 

Total Composite Values of Fibrous Components: 

Cellulose (Trace) 

21 51183792 
Layer: Grey Cementitious Material 
Layer: Green Coating 

Total Composite Values of Fibrous Components: 

Cellulose (Trace) 

Ch1ysotile 

Asbestos (Trace) 

Cluysotile 

Asbestos (Trace) 

ND 
5% 

ND 
5% 

ND 
5% 

Asbestos 
Type 

Report Nmnber: B268119 
Date Printed: 11/05/18 

Percent in 
Layer 

Asbestos 
Type 

Tiffani Ludd, Laboratory Supervisor, Rancho Dominguez Laboratory 

Percent in 
Layer 

Note: Limit of Quantification ('LOQ') = 1 %. 'Trace' denotes the presence of asbestos below the LOQ. 'ND' = 'None Detected'. 
Analytical results and reports are generated by Forensic Analytical Laboratories Inc. (FALi) at the request of and for the exclusive use of the person or entity (client) named on such 
report. Results, reports or copies of same will not be released by FALi to any third party without prior written request from client. This report applies only to the sample(s) tested. 
Supporting laboratory documentation is available upon request. This report must not be reproduced except in fu ll, unless approved by FALi. The client is solely responsible for the 
use and interpretation of test results and reports requested from F ALI. Forensic Analytical Laboratories Inc. is not able to assess the degree of hazard resulting from materials 
analyzed. FALi reserves the right to dispose of all samples after a period of thirty (30) days, according to a ll state and federal guidelines, unless otherwise specified. All samples were 
received in acceptable condition unless otherwise noted. 

3 of 3 
2959 Pacific Commerce Drive, Rancho Dominguez, CA 90221 / Telephone: (310) 763-2374 (888) 813-9417 / Fax: (310) 763-8684 



Lebanoff Development Group 
16726 Slover Avenue 
Fontana, CA 

APPENDIXC 

SITE DRAWING WITH 
SAMPLE LOCATION 
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AMBIENT ENVIRONMENTAL, INC. 
Consulting/Engineering/Remediation 

1464 6TH STREET 
NORCO, CALIFORNIA 92860 
* TEL: (951) 272-4730 
* FAX: (951) 272-4731 

SITE DRAWING 

13 15 

GARAGE 

21 

14 

ROOF 16, 17, 18 

04 20 
09 RR 

RR 06 KITCHEN 

08 01 05 

03 

BR 

LIVING ROOM 

11 
07 RR 

02 10 
BR 

12 

SITE LOCATION 16726 SLOVER AVENUE 
FONTANA, CA 

DRAWING NOT TO SCALE 



LebanoffDevelopment Group 
16726 Slover Avenue 
Fontana, CA 

APPENDIXD 

CERTIFICATION 



STATE OF CALIFORNIA 

DEPARTMENT OF INDUSTRIAL RELATIONS 
Division of Occupational Safery and Health 
Asbestos Unit 
2424 Arden Way, Suite 495 
Sacramento, CA 95825-24 17 
(916) 574-2993 Office (916) 483-0572 fa,; 
http://www. di r.ca. gov/d irdatabases.h uni actu@dir.ca. eov 

310191226C 80 

Ambient Environmental, Inc. 
John Lee Payne 
1464 6th Street 
Norco CA 92860 

87 

Dear Certified Asbestos Consultant or Technician: 

Edmund G. Brown, Jr. Governor 

June 05, 2018 

Enclosed is your certification card. To maintain your certification, you must abide by the 
rules printed on the back of the certification card. 

Your certification is valid for a period of one year. If you wish to renew your certification, you 
m:.ist apply for renewal at least 60 days before the expiration date shown on your card. 
[8 CCR 341.15(h)(1)]. 

Please hold and do not send copies of your required AH ERA refresher renewal certificates to 
our office until you apply for renewal of your certification. 

Certificates must be kept current if you are actively working as a CAC or CSST. The grace 
period is only for those who are not actively working as an asbestos consultant or site 
surveillance technician. 

Please contact our office at the above address, fax number or email; of any changes in your 
contact/maiiing information within 15 days of the change. 

Si~•:{ ~ 
Jeff~errell 
Senior Safety Engineer 

Attachment: Certification Card 

cc: File 

Renewal - Card Attached (Revised l0/24/2012) 

State of California 
Division of Occupational Safety and Health 

Certified Asbestos Consultant 

John L 
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